


8. The same brush was then used to 
apply Rust Reactor Type 2 A.MIG-2258 
on the central panel.
Con el mismo pincel aplicamos el Rust 
Reactor Type 2 (A.MIG-2258) en el pa-
nel central.

9. A mixture of both Rust Reactor 
types was  applied to the left panel.
Realizamos una mezcla con los dos 
reactivos y la aplicamos en el panel 
izquierdo.

10. Once the surface had dried, the 
results obtained by applying the two 
reactors over the Black Oxide Trans-
parent are strikingly realistic.
Al secar la super�cie comprobamos el 
resultado de aplicar los reactivos sobre 
el Black Oxide Transparent.

11, 12. If you would like to apply a more intense 
rust effect, simply apply additional layers of Rust 
Reactor products.
Si queremos aumentar la intensidad de la oxida-
ción repetimos la aplicación de los reactivos.

13. Once dry, you can see how a naturally varied 
and attractive range of rust tones has easily been 
created with an unmatched level of authenticity.
Una vez secos obtenemos una variada y atracti-
va gama de óxidos.
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